Crystallization System

A sulfuric acidified solution of zirconium oxy-chloride is mixed with ammonium hydroxide solution and basic zirconium sulfate is crystallized according to the overall reaction.

5ZrOCl2 · 8H2O + 2H2SO4 + 10NH4OH   
[image: image1.wmf]HCl

«

  Zr5O8 (SO4) 2 · 15H2O + 32H2O + 10NH4Cl  
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